Dear Sir,
I have visited your site and have found lot of information about my house which is under construction.

I am planning to do the plastering work for exterior and interior  walls of the house for which I have certain queries:-

My house walls are 5 inch thick & I have used fly ash bricks for wall construction at Santragachi, Howrah, West Bengal. There are water dampness on certain walls during rainy season.

1. I want to know what is the right procedure for doing the plaster for exterior & interior walls of the house.

2. If I use quarter inch stone chip with plaster then will it be good for exterior plaster i.e., for waterproofing & strength of walls.

3. Can I use Pidilte LW+ with plaster for waterproofing longevity and strength.

4. There are few cracks in bricks so how to do the plaster so that there cannot be any crack in future over that bricks.

Apart from above query please suggest me how I can improve the plastering work.

regards,

Rajesh Verma

9331215612

Santragachi,

(Near Kolkata),

Howrah,

West Bengal.

